
 

Table 1 Chemical compositions of powders (mass%) 

             Alloy        Cr        Mo        P         C        Si 

             10Cr        11.7                 8.36      2.08      0.46  

             20Cr        19.9                 8.13      2.07      0.46 

             10Mo        10.0      11.7       7.69      2.11      0.65 

 


